LOW SLOPE BOARDED ROOF
WATERPROOFING DETAIL

SAINT-GOBAIN

Note :-
All exposed plain surfaces are to be treated with 2 coats of a.b.e. silvakote
for protection against UV rays

DPC sandwiched
between mortar layer a.b.e. super laycryl or
super laykold + membrane

counter flashing

a.b.e. 5 ply malthoid mechanically fastened
to boarded roof using 80 mm dia. washers
at 5 fasteners/m?

Stepped DPC

plaster primed with bituprime
abedex Unigum 4 mm or

abedex Unigum 4 mm abedex Unigum MS 4,5 kg/m? fully
\'\ or abedex Unigum MS 4,5 kg/m? bonded to the 5 ply malthoid
a.b.e. brixeal coated on | counterflashing fully bonded
inner face I 1 1 to the surface

gusset 100 x 100 mm
| abedex F-SR 4 mm fully bonded
ITL\ to the surface

h\ boarded roof to falls

a.b.e.® Construction Chemicals (Pty) Ltd SA| NT— GO BAl N
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